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(57) Abstract: Methods of producing a polymeric foam comprising or
consisting of a polymer formed from phthalonitrile monomers having
general formula (I), (II), or (IIl), are provided. Polymeric foams and
nanocomposites of phthalonitrile based resins, and uses of the polymeric
foams are also provided.
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