
A process for modifying the surface profile of an ink
supply channel (6) in a printhead is provided. The
process comprises the steps of providing a printhead
comprising ink supply channels, and ion milling the
ink supply channel (6). The ion milling 



is generally performed with argon and tends to taper
and/or round angular sidewall features (12) in the
channel. 


