
Bullet Resistant Material A bullet resistant material is provided which
includes at least one intergral compressed core (1) formed of fibrous
material bonded and compressed together with resin. At least one coating
layer (2) is applied on at least one face of the core, the coating layer
including resin and at least 50% (by volume) filler particles.    


