
A method of producing a thin film comprising uniformly
dispersed carbon nanotubes, the method comprising the
steps of: adapting a molecular semiconductor to make
it soluble; adapting the molecular semiconductor to
facilitate the formation of a high degree of molecular
order and frontier orbital overlap between adjacent
molecules; adapting carbon nanotubes to make them
soluble; combining the soluble carbon nanotubes and
the soluble molecular semiconductor in a solvent to
form a solution; producing the thin film from the
solution. 


