
A method for making poly(arylsiloxane) compositions is described and the
method comprises the step of polymerizing under melt polymerization
conditions siloxane monomers and/or poly(arylsiloxanes) and at least one
member selected from carbonate monomers, polycarbonate, polyesters and
polyorganosiloxanes.    


