
ABSTRACT OF THE DISCLOSURE A method for producing a
cross-linked apatite/collagen porous body  comprising
the steps of gelling and then freeze-drying a
dispersion  containing an apatite/collagen composite
and collagen to form a porous body, and further
cross-linking collagen in the porous body, and a
cross-linked apatite/collagen porous body produced by
this method.   


