
Disclosed are copolycarbonate compositions comprising structural units of
Formula I Formula II wherein R2 represents [err] [err] or propyl; A is a
divalent organic moiety; and wherein the ratio of Formula I to Formula II
in the copolycarbonate is from about 99.8:0.2 to about 90:10.    


