
Electrostatic fine fiber generation equipment such as for forming
nano-fibers from polymer solution is provided. The fine fiber generation
equipment includes a strand that may take the form of a stainless steel
beaded chain. The beaded chain can be an endless chain entrained upon two
guide wheels and driven about an endless path perpendicularly relative to
the collection media. 


