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ABSTRACT

TARGET OF SPUTTERING FOR FORMING
PROTECTIVE FILM ON OPTICAL RECORDING
MEDIA AND PROCESS FOR PREPARING THE TARGET

A sputtering target for optical recording protective film formation comprising ZnS
and SiO,, which has a surface roughness (Ra) of less than 2.4 after sputtering. (Figure 1)



