
UV-curable, cationically polymerisable compositions, which comprise (a)
mono-, bis- or higher aliphatic or aromatic glycidyl ethers, (b) titanium
dioxide, (c) at least one iodonium hexafluorophosphate salt as
photoinitiator, and (d) one sensitiser compound, are distinguished by high
resistance to yellowing.    


