
Sorbent comprising a solid support material, the surface of which comprises
first residues comprising a binuclear heteroaromatic structure comprising
besides carbon atoms at least one of the heteroatoms N, O, S, and second
residues comprising a mononuclear heteroaromatic structure comprising
besides carbon atoms at least one of the heteroatoms N, O, S. 




