
An ink absorbing body stores an ink injected into an ink tank for an
ink-jet with capillary force between fiber. On a surface of said fiber
before filling the ink, a surfactant is deposited within a range of 0.002
to 0.2wt% relative to a weight of the ink or in a range of 0.01 to 0.5wt%
relative to a weight of the fiber.    


