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ABSTRACT 

 

 There is provided a novel Al wiring material that 

suppresses an increase in cold strength and exhibits a 

favorable high-temperature reliability.  The Al wiring 5 

material contains one or more selected from the group 

consisting of Er, Yb and Gd so as to satisfy 0.001  x1  

0.6 where x1 is a total content thereof [% by mass], with 

the balance comprising Al. 
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[No figure] 


