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TITLE OF INVENTION: COMPOSITION FOR FORMING RESIST

UNDERLAYER FILM, PATTERNING PROCESS, AND METHOD FOR

FORMING RESIST UNDERLAYER FILM

ABSTRACT

The present invention is a composition for forming

a resist underlayer film, containing: (A) a polymer

having a structure represented by the following general

formula (1A); (B) a crosslinking agent represented by

the following general formula (B-1); and (C) an organic

solvent, where the polymer (A) contains no hydroxy

groups and the crosslinking agent (B) is contained in an

amount of 5 to 50 parts by mass relative to 100 parts by

mass of the polymer (A). This provides: a composition

for forming a resist underlayer film that exhibits much

better dry etching resistance than conventional resist

underlayer film materials; a patterning process in which

the composition is used as a resist underlayer film

material; and a method for forming a resist underlayer

film.
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