
Disclosed is a method of protecting the loss of
catalytic activity of metalloaluminophosphate
molecular sieve, particularly a SAPO molecular sieve,
from contact with moisture. The method involves
heating the metalloaluminophosphate molecular sieve so
as to remove template, and provide a molecular sieve
in sufficiently dry form for storage. 


