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ABSTRACT 

 The invention provides a target material that represented by the composition formula 

in atomic percent of (FeX - Co100-X)100-Y-MY (wherein M represents at least one element 

selected from Ta or Nb, and wherein X and Y respectively satisfy the conditions of 0 ≤ X ≤ 80 

and 10 ≤ Y ≤ 30), that contains a balance of unavoidable impurities, and that has a flexural 

strain at break at 300°C of 0.33% or more. 


