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magnetic disk media. However, chlorine-containing compounds such as

CFC compounds are considered to be detrimental to the Earth’s ozone
layer. In addition, many of the hydrofluorocarbons used to replace CFC
compounds have been found to contribute to global warming. Therefore,
there is a need to identify new environmentally safe solvents for cleaning
applications, such as removing residual flux, lubricant or oil contaminants,
and particles. There is also a need for identification of new solvents for
deposition of fluorolubricants and for drying or dewatering of substrates
that have been processed in aqueous solutions.

Azeotropic compositions comprising about 58-68 weight percent
1,1,1,2,3,4,4,5,5,5-decafluoropentane (HFC-43-10mee) and about 32-42
weight percent trans-1,2-dichloroethylene are described in US Patent
5,196,137.

Azeotropic compositions comprising about 1-50 weight percent
1,1,2,2,3,3,4-heptafluorocyclopentane (HFCP) and about 50-99 weight
percent trans-1,2-dichloroethylene are described in US Patent 7,067,468.

Solvent compositions comprising 1,2,2,3,3,4-
heptafluorocyclopentane (HFCP) and at least one organic solvent are
described in US Patent 6,312,759.
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FIG. 1 includes as illustration of a dual bulb distillation apparatus

used to determine compositions of constant boiling mixtures.

Skilled artisans appreciate that objects in the figures are illustrated
for simplicity and clarity and have not necessarily been drawn to scale.
For example, the dimensions of some of the objects in the figures may be
exaggerated relative to other objects to help to improve understanding of
embodiments.

DETAILED DESCRIPTION

The present disclosure provides new azeotropic and azeotrope-like
compositions comprising hydrofluorocarbon mixtures. These
compositions have utility in many of the applications formerly served by
CFC compounds. The compositions of the present disclosure possess
some or all of the desired properties of little or no environmental impact,
ability to dissolve oils, greases or fluxes. In particular, these novel ternary
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azeotropic, exhibit either a maximum or a minimum boiling point, as
compared with that of the non-azeotropic mixtures of the same
substances. Azeotropic compositions as used herein include
homogeneous azeotropes which are liquid admixtures of two or more
substances that behave as a single substance, in that the vapor, produced
by partial evaporation or distillation of the liquid has the same composition
as the liquid. Azeotropic compositions as used herein also include
heterogeneous azeotropes where the liquid phase splits into two or more
liquid phases. In these embodiments, at the azeotropic point, the vapor
phase is in equilibrium with two liquid phases and all three phases have
different compositions. If the two equilibrium liquid phases of a
heterogeneous azeotrope are combined and the composition of the overall
liquid phase calculated, this would be identical to the composition of the
vapor phase.
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or apparatus that comprises a list of elements is not necessarily limited to
only those elements but may include other elements not expressly listed or
inherent to such process, method, article, or apparatus. Further, unless
expressly stated to the contrary, “or” refers to an inclusive or and not to an
exclusive or. For example, a condition A or B is satisfied by any one of the
following: A is true (or present) and B is false (or not present), A is false
(or not present) and B is true (or present), and both A and B is true (or
present).

Also, use of “a” or “an” are employed to describe elements and
components described herein. This is done merely for convenience and to
give a general sense of the scope of the invention. This description
should be read to include one or at least one and the singular also
includes the plural unless it is obvious that it is meant otherwise.
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colorless liquid having a boiling point of 53 °C. HFC-365mfc is a colorless
liquid having a boiling point of 40.8 °C. HFCP is a white solid at ambient
temperature, having a melting point of about 20 °C. HFCP has a boiling
point at ambient pressure of about 82 °C. The compositions comprise
from about 2% by weight to about 50% by weight of a hydrofluorocarbon
selected from the group consisting of 1,1,1,2,2,3,4,5,5,5-
decafluoropentane and 1,1,1,3,3-pentafluorobutane, from about 2% by
weight to about 50% by weight 1,1,2,2,3,3,4-heptafluorocyclopentane, and
an amount effective in dissolving oils and contaminants of trans-1,2-
dichloroethylene.

An effective amount of trans-1,2-dichloroethylene is an amount

which results in substantial solubility of common oils and other
contaminants in the solvent composition. The effective amount may vary

depending upon the ratio of the other components in the solvent
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constant boiling mixture comprising from about 2% by weight to about
35% by weight of 1,1,1,2,2,3,4,5,5,5-decafluoropentane, from about 2% by
weight to about 30% by weight 1,1,2,2,3,3,4-heptafluorocyclopentane, and
from about 54% by weight to about 90% by weight trans-1,2-
dichloroethylene. In yet another embodiment, the compositions comprise
an essentially constant boiling mixture comprising from about 5% by
weight to about 20% by weight of 1,1,1,2,2,3,4,5,5,5-decafluoropentane,
from about 5% by weight to about 20% by weight 1,1,2,2,3,3,4-
heptafluorocyclopentane, and from about 60% by weight to about 88% by
weight trans-1,2-dichloroethylene.
In another embodiment, the compositions comprise essentially
constant boiling, azeotrope-like compositions comprising from about 1%
by weight to about 10% by weight of 1,1,1,2,2,3,4,5,5,5-
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constant boiling, azeotrope-like compositions comprising from about 2%
by weight to about 25% by weight of 1,1,1,2,2,3,4,5,5,5-
decafluoropentane, from about 2% by weight to about 20% by weight
1,1,2,2,3,3,4-heptafluorocyclopentane, from about 60% by weight to about
90% by weight trans-1,2-dichloroethylene, and from about 2% by weight to
about 5% by weight of an alcohol
In one embodiment, the present inventive azeotropic compositions
are effective cleaning agents, defluxers and degreasers. In particular, the
present inventive azeotropic compositions are useful when de-fluxing
circuit boards with components such as Flip chip, uBGA (ball grid array),
and Chip scale or other advanced high-density packaging components.

Flip chips, uBGA, and Chip scale are terms that describe high density
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the composition. Alternatively, the composition may also be used in a
vapor degreasing or defluxing apparatus designed for such residue
removal. Such vapor degreasing or defluxing equipment is available from
various suppliers such as Forward Technology (a subsidiary of the Crest
Group, Trenton, NJ), Trek Industries (Azusa, CA), and Ultronix, Inc.
(Hatfield, PA) among others.

In one embodiment, there is a significant and unexpected increase
in the solubility of oils and oil residues which are removed by the cleaning
compositions of the present disclosure.

In another embodiment, it is useful to be able to have HFCP be a
liquid at ambient temperature. Adding small amounts of other
hydrofluorocarbons can produce solvent compositions which are liquid at
temperatures from ambient to as low as 0 °C. In one embodiment, such
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sump) was operated at the boiling point of the solution. The vapor
condensed into the second flask (the rinse sump), which then flowed by
gravity back into the first flask. The temperature of the boil sump and the
composition of the rinse sump were measured over a course of 470
minutes. Results obtained are summarized in Table 1.
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TABLE 2
Sample Temp of % HFC- % HFC- % trans % IPA
(time) boil sump | 43-10mee c447 DCE
(°C)
46.3 19.0 13.0 67.3 0.7
46.8 18.7 12.9 67.4 1.0
46.8 18.4 13.0 67.3 1.2

Results show the boiling point and composition does not change

significantly over time and therefore can be considered azeotrope-like.

Example 3

A solution of 4.5 % HFC-43-10, 5.0 % HFC-c447, 87.5 % trans 1,2-
dichloroethylene and 3.0 % methanol was prepared and mixed thoroughly.

10
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Example 4
A solution of 6.2 % HFC-43-10, 6.1 % HFC-c447, 87.7 % trans 1,2-

dichloroethylene was prepared and mixed thoroughly. The solution was

placed in a dual bulb apparatus as shown in Figure 1. The boil flask was

operated at the boiling point of the solution. The vapor condensed into

the second flask (the distillate flask), which then flowed by gravity back

into the first flask. The temperature of the boil flask and the composition of

the distillate flask were measured over a course of 480 minutes. Results

obtained are summarized in Table 4.

TABLE 4
Sample Temp of boil | % HFC-43- | % HFC-c447 | % trans DCE
(time) sump (° C) 10mee
1 (120 min) 47.7 9.9 6.9 83.2
2 (240 min) 47.5 8.9 6.8 84.3
3 (360 min) 48.2 8.9 6.7 84 .4
4 (480 min) 48.2 8.3 6.6 85.1

1

1
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Example 6

A solution of 42.7 % HFC-365, 8.3 % HFC-c447 and 49.0 % trans

1,2-dichloroethylene was prepared and mixed thoroughly. The solution

was placed in a dual bulb apparatus as shown in Figure 1. The boil flask

was operated at the boiling point of the solution. The vapor condensed

into the second flask (the distillate flask), which then flowed by gravity

back into the first flask. The temperature of the boil flask and the

composition of the distillate flask were measured over a course of 480

minutes. Results obtained are summarized in Table 6.

12
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TABLE 7
Sample Temp of boil % HFC- % HFC-c447 | % trans DCE
(time) sump (° C) 365mfc
1 (100 min) 46.7 12.2 18.2 69.6
2 (220 min) 46.9 13.4 16.9 69.7
3 (340 min) 47.0 12.6 17.6 69.8
4 (460 min) 46.9 12.1 17.9 70.0
Example 8

Example 8 demonstrates the solubility of hydraulic fluid in mixtures

as a function of composition.

The solubility of ML 5606 hydraulic fluid was determined in various
mixtures of HFC-43-10mee, HFCP and trans-1,2-dichloroethylene by

preparing saturated solutions of hydraulic fluid in the various solvent

13
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The solubility of ML 5606 hydraulic fluid was determined in various

10  mixtures of HFC-365mfc, HFCP and trans-1,2-dichloroethylene by
preparing saturated solutions of hydraulic fluid in the various solvent
compositions, and then allowing the solvent to evaporate to determine the
weight fraction hydraulic oil. Results are summarized in Table 9.

15 TABLE 9

%HFC-365mfc % HFCP % trans Solubility ML

5606

30 30 40 0.5%

29.5 29.5 41 33%

29 29 42 36%

28.5 28.5 43 38%

27.5 27.5 45 48%

27 27 46 90%
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Example 11

Freezing points were determined by mixtures of HFC-365mfc and
HFC-c447. Blends were prepared by weighing appropriate amounts of the
two hydrofluorocarbons into sample bottles and then shaking to mix
thoroughly. The samples were then placed in a storage chamber
maintained at 0° C for 24 hours, and then observed. Observations are

recorded in Table 11.

TJABLE 11
Wt % HFC365mfc Wt % HFC-c447 Appearance

0 100 Solid

5 95 Solid w/ 5% liquid
10 90 Liquid w/ 10% solid
15 85 Liquid

20 80 Liquid

25 75 Liquid
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conposi tion cogPri ses from about from about 2% by

weFgHise BBY 6HRI, SVABIARe PG FIUlion fo ogcupopbecome more
» 3pfordunced e dHdt HO bBRYAsfIEd o' LB HRA WeqtieRY or essential

feature of any or all the claims.

20 It is to be appreciated that certain features are, for clarity, described
herein in the context of separate embodiments, may also be provided in
combination in a single embodiment. Conversely, various features that
are, for brevity, described in the context of a single embodiment, may also
be provided separately or in any subcombination. Further, reference to

25 values stated in ranges include each and every value within that range.
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wei ght to about 30% by weight 1,1 ,2,2,3,3,4-
hept af | uor ocycl opent ane, and from about 54% by wei ght

W0 2008/078408 90% by wei ght trans-1 , 2-di chl or oet hp¢BEO82005025295

5

10

20

25

30

The azeotrope-I|ike conposit| claim2 wherein the
conposition conprises from gg&z@é‘s% by wei ght to about

20kt igelaimedis: 1 .1 , 2, 2,
3,4,5,5,5-decafl uoropent ane, from about 5% by wei

ht
t o1abouﬁnzqmq§5pmeli@ﬁompgsmon comprising: from about 2%/0 by

2 223 helaiog i noe kG BB Gy Al blgah B LB

b wei ght 0 aBout

d| chl or &ehhmeeglmupﬁcon'ﬁlmlngousfpmnt,? Q[B af5, 5158dénaﬂuoropentane
wherein the hydrgfl uor car bon IS

, 3, 3- peﬁf‘gf1l Udrd LR%THE ugro ‘I*F?é‘ecgﬁﬂ?ﬁp?%%%oqy weighhte about

wh
About 1600557 gt 1 22 TR AGAENIIBE ARRtahbOhq an
, 3, 3- peamacfumlmffebtnearredlséokvmgadxitsuancﬁ@’obtyanvim’agﬂstofttmnsJ,2-

about 500/?( ht 1,1
. 2,2, 3,805 QfQﬁ #Mfrocycl opent ane, and at | east about
41% by Wﬁb&f&nédsﬁf@n of cI%IrFI'1°\nhefé?ﬂmé/h§di‘r%ﬂu§roc-5|i‘l§on is

azeotrope-|ike conmposition laim6 wherein the
conposi fli'bh, 262:3p%.65%8- d‘ecaf‘ruamntarre)m about 10% by

wel,ght about % by weight 1. .1..1 i .
333 petReriiareR R ALCER Sivagisid e saprasitign.camprises

about 2@%’rbﬁb@@ﬂ ﬁé}h éboht 2% by weight to about 44% by weight
,2,2,3, ept af | uorocycl opent ane, and from about 46%

by wei gﬁt1 ﬂ@ 8P, BB oAesaliupiogentanes from about 2% by weight to

1555 21 Dol oFty Reight L 22 SRR pra SRR tpfR, and at
to abouleaﬁ;‘t’tabxbutl\ﬂ%hmy oleight tedrsoh@ldichigroethglene.

azeotro e i ke conposition of claim9 wherei.n the
2 fonol The azeotopedike ampestion ohipauB R 1Eeraig ths composition

r2n_st h?ﬂ;:cogﬁgf‘régg gllnogl‘l .%boBf B outZR HIRFSGht &'Fbout 35% by
weight 1,1,1,2,2,3,4,5,5,5-decafluoropentane, from about 2% by
weight to about 30% by weight 1,1,2,2,3,3,4-
heptafluorocyclopentane, and from about 54% by weight to about
90% by weight trans-1,2-dichloroethylene.

5. The azeotrope-like composition of claim 2 wherein the composition
comprises from about 5% by weight to about 20% by weight
1,1,1,2,2,3,4,5,5,5-decafluoropentane, from about 5% by weight to
about 20% by weight 1,1,2,2,3,3,4-heptafluorocyclopentane, and
from about 60% by weight to about 88% by weight trans-1,2-
dichloroethylene.

6. The composition of claim 1 wherein the hydrofluorocarbon is
1,1,1,3,3-pentafluorobutane.

7. The composition of claim 6 wherein the composition comprises
from about from about 10% by weight to about 50% by weight

1,1,1,3,3-pentafluorobutane, from about 2% by weight to about 50%
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11. The azeotrope-like conposition of claim1l0 wherein
the al cohol is 2-propanol. 12. The azeotrope-like
W@ oipo3i40s8 on of claim9 wherein the conpositi oPCT/US2007/025295

nel e * B9 WeiBER 73282 55 uediBh ok PioBBBtANeT 3 B eastabout

about Z%nl%lbw@ ht tranb QudicRodthylepieght 1, 1
2,2,3,3,4-hepta Iuorocycl opent ane, from about 60% by

weBght ﬂ”@eaai@wom%wcmpgﬁtwm ohalain 6 wherein the composition

di chl or

505 by DY IsER Tror 3ol ABNAS: 164 By Weighll 4600 by
5 corrpg8| Walghtct}mr,&sl-p@téﬂmrobhtaﬁe, Tont abebb2% Wwelght to

wei ght percen

5, 5, 5- d@RRH! %é?%@éw?id#ﬁ’ﬁh&sé 3 vi-heplaTussorysiopgitang, and
hepear (28R 5wl bl 0% oy wolgn angc 2
t he comdmhlcbnoethyllmé ess than 0 OC.
9. The azeotrope-like composition of claim 1 further comprising from
10 about 1% by weight to about 6% by weight of an alcohol.

10. The azeotrope-like composition of claim 9 wherein the alcohol is
selected from the group consisting of methanol, ethanol, 1-
propanol, 2-propanol and 2-methyl-2-propanol.

11.  The azeotrope-like composition of claim 10 wherein the alcohol is

15 2-propanol.

12.  The azeotrope-like composition of claim 9 wherein the composition
comprises from about 2% by weight to about 25% by weight
1,1,1,2,2,3,4,5,5,5-decafluoropentane, from about 2% by weight to
about 20% by weight 1,1,2,2,3,3,4-heptafluorocyclopentane, from

20 about 60% by weight to about 90% by -weight trans-1,2-
dichloroethylene, and from about 2% by weight to about 5% by
weight of an alcohol.

13. A fluorocarbon solvent composition comprising from about 15 to
about 99 weight percent 1,1,1,2,2,3,4,5,5,5-decafluoropentane and

25 from about 85 to about 1 percent by weight 1,1,2,2,3,3,4-
heptafluorocyclopentane wherein the freezing point of the
composition is less than 0 °C.
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