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PROCESS FOR THE PRODUCTION OF ACETIC ACID 
The present invention relates to a fluid bed process for the production of acetic 

acid from ethane and/or ethylene and an oxidation-containing gas. 

Processes for the production of acetic acid by the oxidation of ethane and/or 
ethylene are well known. for example US 4250346, EP-A-0407091, DE-A-19620542, 

5 DE-A-19630832, and EP-A-0620205. 

US Patent 4250346 discloses the oxidative dehydrogenation of ethane to ethylene 
in a gas phase reaction at relatively high levels of conversion, selectivity and productivity 
at a temperature less than 500°C using a molybdenum based catalyst. 

EP-A-0407091 discloses a process for the production from gaseous ethane 
10 and/or ethylene of a product comprising ethylene and/or acetic acid by contacting the 

feed and a molecular oxygen-containing gas at elevated temperature with a calcined 
molybdenum/rhenium containing ethane oxidative dehydrogenation catalyst composition. 

DE-A-19620542 and DE-A-19630832 disclose a catalyst for the selective 
oxidation of ethane and/or ethylene to acetic acid which contains molybdenum. palladium 

15 and rhenium. 

Furthermore GB Patent Application 9807142.6 (BP Case 8979) discloses the use 
of catalyst comprising molybdenum, tungsten, silver and iridium in the oxidation of 
ethane to acetic acid. 

The process for the production of acetic acid from ethylene and oxygen is also 
20 known from EP-A-0620205 wherein ethylene and oxygen are reacted in the presence of 

a catalyst composition comprising metallic palladium, a heteropoJy.;acid or a salt thereof, 
and a promoter based on teJlurium or selenium salts. 
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Whilst the above cited prior art states that the process can be carried out in a 

fixed bed system or a fluidised bed system, the process is only exemplified for the fixed 

bed system. Operation in a fluidised bed system is generally undesirable due to process 

difficulties. in particular catalyst attrition. 

5 We have now found that the problem of catalyst attrition can be overcome for a 

fluidised system through the use of a microspheroidal particulate catalyst m~terial. 

Accordingly, the present invention provides a process for the production of acetic 

acid which process comprises contacting ethane and/or ethylene with a molecular 

oxygen-containing gas in a fluid bed reactor in the presence of a microspheroidal 

1 O fluidised particulate solid oxidation catalyst, wherein at least 90% of said catalyst 

particles are less than 300 microns. 

The present invention provides a process for the production of acetic acid in a 

fluidised reactor through the use of specific particulate catalyst materials. The use of the 

specific catalyst overcomes operational problems previously experienced in fluid bed 

15 processes. 

20 

The process of the present invention requires a: mictospheroidal particulate 

catalyst. It is required that at least 90% of the particles are less than 300 microns, 

preferably at least 95% of the particles are less than 300 microns. Suitably, the particle 

size distribution may be as follows:-

0-20 microns 0.30wt% 

.20-44 microns 0-60wt% 

44-88 microns 10-80wt% 

88-106 microns 10-80wt% 

>106 microns 0-40wt% 

25 >300 microns 0-5wt% 

Suitably, the catalyst has a density of from 0.5 to 5 g/cm2
, preferably 1to3 g/cm3

, 

especially 1.5 to 2 g/cm3
• 

The catalyst is used in a fluid bed rea(!tor, it is preferred that the catalyst particles 

be attrition resistant. 

30 Catalyst suitable for use in the fluid bed process for the conversion of ethane are 

conventional ethane oxidation catalysts, provided such catalysts are used in the 

microspheroidal particulate form. 

2 
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Suitable catalysts include a catalyst oomposition comprising molybdenum e.g. 
MoaXbYr= 

wherein X is Cr, Mn, Nb, Ta, Ti, V and/or W, and preferably Mn, Nb, V and/or W 

Y is Bi, Ce, Co, Cu, Fe, K, Mg, Ni, P, Pb, Sb, Si, Sn, Tl and/or U, and 

preferably Sb, Ce and/or U, 

a is 1, 

b is 0.05 to 1.0 and 

c is 0 to 2, and preferably 0.05 to 1.0, with the proviso that the total value 

of c for Co, Ni and/or Fe is less than 0.5. 

IO Equally suitable is catalyst composition ModRCc W .XV 

15 

20 

wherein · A= Mo~eo Wr, 

X = Cr, Mn, Nb, Ta, Ti, V and/or W, and preferably Mn, Nb, V and/or 

W, 

Y = Bi, Ce, Co, Cu, Fe, K, Mg, Ni, P, Pb, Sb, Si, Sn, Tl and/or U, and 

preferably Sb, Ce and/or U, 

a= 1, 

b = . Oto 2, preferably 0.05 to 1.0, 

c = Oto 2, preferably 0.001 to 1.0, and more preferably 0.05 to 1.0 

with the proviso that the total value of c for Co, Ni, and/or Fe is less than 

0.5, 

.d + e+f= a, 

d is either zero or greater than zero, 

e is greater than zero, and 

fis either zero or greater than zero. 

25 Also possible is catalyst composition Mo.Pdi,R.CcXt Y c 

wherein X = Cr, Mn, Nb, B, Ta, Ti, V and/or W 

Y = Bi, Ce, Co, Cu, Te, Fe, Li, K, Na, Rb, Be, Mg, Ca, Sr, Ba, Ni, P; 

Pb, Sb, Si, Sn, Tl and/or U; 

the indices a, b, c, d and e stand for the gram atom ratios of the corresponding elements, 
30 where a= 1, b>O, c>O, d = 0.05 to 2 and e = 0 to 3. 

· A further suitable catalyst· is Mo.Pd~ Yd 

wherein X stands for one or more of the elements selected from the group Cr, Mn, 

3 
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Nb, Ta, Ti, Va~~ W; 

Y stands for one or more 9f the elements selected from the group B, Al, 

~~~~~~~~-~~4~~~~~~~ 

Mg, Ca, Sr, Ba, Zr, W, Ni, J.>, Pb, Sb, Si, Sn, Tl, and U; 

5 the indices a, b, c, d stand for the gram a~01p. ratios of th~ corresponding elements, 

10 

15 

where a= I;·b>O; c>O and d = 0-2. 

A further sui~able oxide catalyst is ¥oa WtiA.gJrdX. Y, 

wherein 
. . 

X is the elements Nb and V 
! ; 3 ~. . . : . . 

Y is ohe or more.elements selected from ~e group 

Cr,.Mn, Ta, Ti,~. Al, Q~ In, Pt, Zn, Cd, Bi, Ce, Co, Rh:. Ir, Cu, Ag, Au, 

~~~~~~-~~-~~~~~~~~n 
U; Re and Pd; 

a, b, c, d, e and f represent the gram ratios of elements such that 

O <; a$ 1, 0 ~ b < J and a+ b = 1 

0 < (c + d) ~·O.l; 0 < e ~ 7 i!lld 0 ~ f ~2 

Suitable catalysts for the conversion of e~ane to acetic acid are MoAgVNb and a 

composition comprising with oxygen, the elements molybdenum, vanadium, niobium and 

gold. 

Where the feed comprises ethylene and the molecular oxygen-containing gas, 
. . . . . 

20 catalysts suitable for use in the process of the present Invention comprise a composition 

of metallic palladium and a heteropoly-:-acid or salt thereof. The heteropoly acid may 

contain one hetero atom or on~ or more polyatoms. The hetero atom may suitably be 

phosphorus, silicon, boron, aluminium, germanium, titanium, zirconium, cerium, cobalt, 

chromium, or sulphur. The poly atom may suitably be molybdenum, tungsten, vanadium, 

25 niobium or tantalum. 

Examples ofthe heteropoly".'acids may include silicotungstic acid, 

phosphotungstic acid, phosphomolybdic acid, silicomolybdic acid, 

tungstomolybdophosphoric acid, tungstom?lybdosilisic acid, tungstovanadophosphoric 

acid, tungstovanadosilisic acid, molybdova11adophosphoric acid, rnolybdovanadosilisic 

30 acid, borotungstic acid, boromolybdic acid, tungstom~lybdoboric acid, molybdoaluminic 

acid, tungstoaluminic acid, molybd?tungst()aluminic acid, molybdogermanic acid, 

tungstogermanic acid, molybdotungstogermanic acid, molybdotitanic acid, tugnstotitanic 

4 
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acid, molybdotungstotitanic acid, cericmolybdic acid, cerictutigstic acid, 

cericmolybdotungsfi~-;~id, molybdocobalt acid, tungst~~b'bali acid, 

molybdotungstocobalt acid, phosphoniobic acid, siliconiobic acid and silicotantalic acid. 

Among them, silicotungstic acid, phosphotungstic acid, phosphomolybdic acid, 

5 silicomolybdic acid, tungstomolybdophosphoric acid, tungstomolybdosilisic acid, 

tungstovanaclophosphoric acid, tungstovanadosilisic acid, molybdovanadosilisic acid, 

borotungstic acid, boromolybdic acid and boromolybdotungstic acid are especially 

preferred. 

The salts of heteropoly-acids may be metal or onium salts in which the hydrogen 

I 0 atoms or an acid formed by condensing two or more inorganic oxygen acid are partially 

or entirely substituted by one or more metal or onium cations. The metals by which the 

hydrogen atoms of the heteropoly-acids are substituted are selected from the group 

consisting of the metals of the Groups l(lA), 2(2A), 11(18) and 13(3B) of the Long­

Form Periodic Table such as alkali metals, alkaline earth metals, copper, silver, gold, 

15 aluminium, gallium, indium and thallium. As examples ofthe onium salts, there maybe 

mentioned ammonium salts derived from ammonia or an amine. Among the heteropoly­

acid salts, lithium, sodium, potassium, cesium, magnesium, barium, copper, gold and 

galliume salts are especially preferred, with the most preferred examples being lithium, 

sodium and copper salts ofphosphotungstic acid and lithium, sodium and copper salts of 

20 silicotungstic acid. 

The proportion of palladium to·heteropoly acid in the catalyst composition is 

suitably 1 g atom: 0.025 to 500 g molecules, preferably 1 g atom: 0.1to400 g 

molecules. 

The catalyst composition may also suitably comprise a metal selected from Group 

25 m, IVB, VB and VI8 of the Periodic Table. Suitable metals include, copper, silver, tin, 

lead, antimony, bismuth, selenium, and tellurium. ·Where the metal is present, the 

proportion of palladium to heteropolyacid to metal is suitably from I g atom: 0.025 to · 

500 g molecules : 0.005 to lOg atoms, preferably 1 g atom : 0.1 to 400 g molecules : 

0.01 to 5 g atoms. 

30 The preferred catalyst for the production of acetic acid from ethylene and an 

oxygen-containing gas is a three component system comprising (1) metallic palladium, 

(2) phosphotungstic acid, silicotungstic acid or at least one oflithium, sodium, and 

5 
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copper salts of phosphotungstic acid J!Qd Pthium, sodium and copper salts of 

silicotungstic acid; and (3) at least one of bi~muth, selenium and tellurium. 

Suitably, the catalyst for conversion of ethane and/or ethylene comprises a binder 

material which may be silica. tita,nia, alumina. zirconia or a mixture thereof. Suitably, the 

5 binder material is present in a cQncentration of at least 10 wt% of the catalyst 

composition. · 

The catalyst.composition may be prepared by apy of the methods conventionally 

employed for the preparation of fluid bed catalysts. As regards the ethane oxidation 

catalyst, the catalyst may suitably be prepared by spray ~ng a slurry of the binder 

10 material, e.g. a silica sol, a complex or compound of th~ elements e.g. oxides and water. 

The catalyst particles may then calcined by heating to a temperature of between 300 and 

800°C, suitably in air or oxygen for a period of 1 minute to 24 hours. Preferably the air 

or oxygen is free flowing. . , · 

With regard to the preparation of the ethylene oxidation catalyst such as 

15 palladium heteropolyacid catalyst, again this may be pr~pared by conventional methods. 

Suitably. the catalyst may be prepared by dissolving the palladium compound and the 

metal compound in a suitable solvent. The carrier or bi11der material may be added to the 

solution. The.resulting solution may be dried to provide the catalyst. Alternatively, the 

catalyst may be precipitated by the addition of a precipitating medium. The resulting 

20 compound is then suitably reduced by a reducing agent such as hydrogen or hydrazine. 

Alternatively, .the catalyst may be prepared by spray drying the desired support. 

Palladium may then be added by wet impregnation and the resulting compound dried. 

The dried product may then be reduced with a suitable· reducing agent. 

The feed gas comprises ethane and/or ethylene. Ethane and ethylene may be used 

25 in substantially pure form or admixed with-nitrogen, methane, carbon dioxide, or water in 

the form of steam which may be present in major amo\mtS, for example greater than 5 

volume percent. Such gases may be added as fresh gaf!es or may be introduced as a 

recycle gas stream. Hydrogen, carbon monoxide, C:vfC4 alkanes and alkenes may also be 

present in minor amounts, for example less than 5 volume percent. 

30 The molecular oxygen-containing gas may be _air or a gas richer or poorer in 

molecular oxygen than air, for example oxygen. A suitable gas may be,.for example, 

oxygen diluted with a suitable diluent, for example nitrogen. 

6 
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Optionally, water (steam) may be fed into the reactor with the ethane and/or 
ethylene and the mot~Otilar ox}rgen-containing gas. ')?i;(;: 

The process may generally be carried out at a temperature in the range from 130 

to 500°C, preferably from 140 to 400°C. 

5 The pressure may be suitably atmospheric or superatmospheric, for example from 

1 to 50 hara. preferable from 1 to 30 hara. 

In a preferred embodiment, the process of the present invention may be the first 
step in an integrated process for the production of acetic acid and/or vinyl acetate such 

as that described, for example, in International patent publication WO 98/05620, the 
10 contents of which are incorporated herein by reference. Thus, according to this 

embodiment, there is provided an integrated process for the production of acetic acid 

and/or vinyl acetate which comprises the steps : 

(a) contacting in a first reaction zone a feedstock comprising ethylene and/or ethane 

and optionally steam with a molecular oxygen-containing gas in the presence of a 
15 catalyst active for the oxidation of ethylene to acetic acid and/or ethane to acetic 

acid and ethylene as hereinbefore described, to produce a first product stream 

comprising acetic acid, water and ethylene (either as unreacted ethylene and/or as 

co-produced ethylene) and optionally also ethane, carnon monoxide, carbon 

dioxide and/or nitrogen; and 

20 (b) contacting in a second reaction zone in the presence or absence of additional 

ethylene and/or acetic acid at least a portion of the first gaseous product stream 

comprising at least acetic acid and ethylene and optionally also one or more of 

water, ethane, carbon monoxide, carbon dioxide and/or nitrogen with a molecular 
oxygen-containing gas in the presence of a catalyst active for the production of 

25 vinyl acetate to produce a second product stream comprising vinyl acetate, water, 

acetic acid and optionally ethylene. 

Preferably the integrated process comprises the :further steps of: 

( c) separating the product stream from step (b) by distillation into an overhead 

azeotrope fraction comprising vinyl acetate and water and a base fraction 
30 comprising acetic acid; and 

(d) either (i) recovering acetic acid from the base fraction separated in step (c) and 

optionally recycling the azeotrope fraction separated in step (c) after 

7 
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partial or complete separ~tion of the water therefrom to step (c), 

or (ii) recovering viny~ acetate trom the azeotrope fraction separated in step (c) 

and optionally recycling the base fraction separated in step (c) to step 

(b). 

S or (iii) recovering acetic acid ftom the base fraction separated in step (c) and 

recovering vinyl acetate from the overhead azeotrope fraction recovered 

in step (c). 

The catalyst and processes of the present invention will now be further illustrated 

by reference to the following Examples. 

10 PREPARATIONOFCATALYST 

(1) Ethane Oxidation Catalyst: 

The fluid bed ethane oxidation catalyst consists of a number of elements incorporated 

into an attrition resistant silica"'."based microspheroidal fluid bed support. The 

microspheroidal catalyst is prepared by spray drying a slurry consisting of a mixture of 

15 silica sol, ammonium molybdate, silver acetate, ammonium vanadate, niobium chloride 

and oxalic and water, to. give a target catalyst composition of Moo.12Ago.01Vo.1sNbo.09· 

The microspheroids are then calcined in air between 400°C to decompose salts and to 

give strength (attrition resistance) to the catalyst. The proportion of the above elements 

in the finished catalyst was 50wt%, the proportion of silica in the finished catalyst was 

20 thus 50wt%. 

Cataly:st frQgerties 

Particle size distribution: 

0-20 microns 0-30wt% 

25 20-44 microns 0-60wt% 

44-88 microns 10-80wt6/o 

88-106 microns 10-80wt6/o 

> 106 microns 0-40wt% 

>300 microns O-Swt% 

30 

Density 0.5-3.0 g/cm2 

8 
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The catalyst prepared was found to have the composition M0o.13Ago.01 Vo.1aNbo.os pre-

calcination. ··":! 

(2) Ethylene O;lidation Catalyst: 

Na2PdCL. (1.5829g) was dissolved in de-ionised water (20g) and then reverse 

5 impregnated (addition of solid to solution) onto spray-dried silica support {29.99g, 

17500-39B, av. 70 micron diameter). The resulting solid was dried for 16 hours at room 

temperature and pressure. NH2NH2 hydrate (3.33g) was added to de-ionised water 

(80g). The dried solid was added slowly to the hydrazine solution. The mixture was 
allowed to stand for 16 hours at room temperature and pressure with occasional swirling. 

10 The solution was suction filtered to separate the solid from the filtrate and then washed 

with de-ionised water (4 x 125ml) after whlch the filtrate gave a negative result when 

tested for presence of chloride. The solid was dried for 40 hours at room temperature 

and pressure to give the reduced palladium catalyst intermediate. KSe04 (0.246g) was 

dissolved in de-ionised water (20g) and reverse impregnated onto the reduced palladium 
15 catalyst intermediate solid, which was then dried for 16 hours at room temperature and 

pressure. F4Si04.l2W03.xH20 (9.45g) was dissolved in de-ionised water and reverse 

impregnated onto the dried solid, which was then re-dried for 40 hours at 60°C. The 

resulting catalyst was activated prior to use by heating for 4 hours at 200°C. 

20 

Acetic Acid Production 

A 40 ml fluidised bed heterogeneous reactor was operated at 8 barg within a 

vessel through which heat transfer fluid was circulated. The reactants were fed in vapour 

phase, via a sintered element, into the base of the reactor to fluidise the catalyst. There 

was provision to mass flow control additional oxygen and/or nitrogen to the reactor from 

the same source as the main gas feeds. The pressure was maintained by a back pressµre 

25 control valve on the common exit from the reactor. The reactor temperature was 

maintained by the circulating heat transfer fluid whlch was heated by a Haake bath. A 

multi-point thermocouple measured the reactor temperature. This reactor was used for·a 

series of fluid bed experiments testing for the production of acetic acid from ethane 

and/or ethylene and an oxygen-containing gas. The reaction conditions are given in 
30 Tables I and 2. 

On-line gas chromatograph analysis of the composition of the outlet stream 

allowed space time yield calculations for the production of acetic acid to be calculated. 

9 
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This analysis did not include calculatj?n of ethylene·co-production. 

For each fluid bed experiment the reactor was charged with catalyst or 

catalyst/diluent* mixture and then sealed a11d tested urader pressure with nitrogen. Once 

at steady reaction temperature and pressure, the reactant stream was introduced 

5 sequentially (hydrocarbon, steapi, oxygen), each time allowing the fluid bed to stabilise. 

Once at steady operating condit•ons. the experiment was run for > 12 hours, analysis via 

on-line gas chromatography co~ld be collected as fr~µently as every 1/2 hour. 

*non-impregnated spray-dried silica. 

It can be seen from the results in Tables 3 and 4 that acetic acid is produced from 

10 ethane and ethylene using the fluidised particulate catalyst. 

15 

20 

25 

30 

IO 
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Table 1: Reaction Conditions for Ethane Oxidation to Acetic Acid 

Example 1 2 3 

REACTEMP°C 190.00 200.00 215.00 

PRESSURE barg 8.00 8.00 8.00 

CATWt(g) 28.495 28.495 28.495 

DILWt(g) nil nil nil 

ethane molo/o 48.53 48.53 48.53 

oxygen molo/o 27.17 27.17 27.17 

nitrogen mol% 6.59 6.59 6.59 

watermol% 17.72 17.72 17.72 

TOTAL FLOW 425.90 425.90 425.90 

(ml/min) 

Table 2: Reaction Conditions for Ethylene Oxidation to Acetic Acid 
5 

Example 5 6 

REACTEMP°C 160.00 160.00 

PRESSURE barg 8.00 8.00 

CATWt(g) 14.29 29.50 

DIL Wt (g) 12.21 nil 

ethylene mol% 39.93 39.47 

oxygen molo/o 6.63 6.56 

nitrogen molo/o 24.91 24.63 

water molo/o 28.53 29.35 

TOTAL FLOW 357.04 361.18 

(ml/min) 

11 
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5 

10 

15 

20 

Results; 

Table 3: Space Time Yield CAcOH) Calculations for Ethane Oxidation to Acetic 
Acid . . 

Examplel 

Hours on stream 11.5 12 13.5 15 17 17.5 20.5 21.S 

STY 149.20 77.55 135.$5 13~19 145.0S 112.78 159.92 141.21 
.. 

Example2 

Hours oD stream 32.5 34.S 35.5 36 38 39 41 . 43.5 44.5 46 

STY 192~81 216.07 136.52 216.57 190.69 229.20 199.17 156.29 207.57 166.28 

Example3 

Hours OD stream 1 2 3 .· 4 9 12 14 17 22 

STY 328.11 321.75 326.32 297.14 354.40 331.19 337.34 300.20 317.79 

Table 4: Space Time Yield CAcOID Calculations for Ethylene Oxidation to Acetic 

Acid 

Example 5. 
Hours on stream 

STY 

Example& 
Hours on stream 

STY 

1 3 5 9 
91.40 65.62 85.63 66.07 

1 3 5 7 
258.52 184~96 149.04 142.73 

12 
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Claims: 

1. A process for the production of acetic acid which process comprises contacting 
ethane and/or ethylene with a molecular oxygen-containing gas in a fluid bed reactor in 
the presence of a microspheroidal fluidised particulate solid oxidation catalyst, wherein at 

5 least 90% of said catalyst particles are less than 300 microns. 

2. A process as claimed in claim 2 wherein at least 95% of the catalyst particles are 
less than 300 microns. 

3. A process as claimed in claim I or claim 2 wherein ethane is contacted with a 
catalyst comprising molybdenum. 

10 4. A process as claimed in claim 3 whereas the catalyst is MoaWi.AgJr~ Yr 

15 

20 

wherein .X is the elements Nb and V 

Y is one or more elements selected from the group 

Cr, Mn, Ta, Ti, B, AJ, Ga, In, Pt, Zn, Cd, Bi, Ce, Co, Rh, Ir, Cu, Ag, Au, 

~~~~~~~~~~~~~~~~~~n 
U, Re and Pd; 

a, b, c, d, e and f represent the gram ratios of elements such that 

0 < as; 1, 0 s b < I and a + b = I 
O < (c + d) s 0.1 

O<es;2and 

Os;fs;2 

5. A process as claimed in claim I or claim 2 wherein ethylene is contacted with a 
catalyst composition comprising metallic palladium, and a heteropoly-acid or salt thereof. 

13 
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6. A process as claimed in claim 5 wherein the catalyst composition comprises a 

metal selected from Group m, IVB, VB and VIB of the Periodic T-able. 

7. A process as claimed in claim 6 wherein the metal is selected from copper, silver, 

tin, lead, antimony, bismuth, selenium and tellurium. - -

5 8. A process as claimedin any one of claims 5 to 7 wherein-the catalyst comprises 

(1) metallic palladium, (2) phosp_hotungstic-acid, silicotungstic acid or at least-one of the 

lithium sodium or copper salts thereof; (3) at least one of bismuth, selenium and 

tellurium. 

9. A process as claimed in any one of the preceding claims wherein the catalyst 

10 comprises a binder material selected :from silica, titania, alumina, zirconia, or a mixfure--­

thereof in a concentration of at least 10 wt % of the catalyst composition. 

10. A process as claimed in any one of the preceding claims carried out at a 

temperature of 130 to 500°C. 

1 J. A process as claimed in any one of the preceding claims-carried out under a 

15 pressure of 1 to 50 hara. 

-12. An integrated .process for the J>roduction-of acetic acid and/or vinyl acetate which 

comprises: 

(a) contacting in a first reaction zone a feedstock comprising ethylene and/or ethane 

and optionally steam with a molecular oxygen-containing gas in the presence of a 

20 microspheroidal fluidised particulate solid oxidation--catalyst wherein at least 90% 

of said catalyst particles are less than 300 microns for the oxidation of ethylene to 

acetic acid and/or ethane to acetic acid to_ produce a first product stream - _ 

comprising acetic acid, water and ethylene (either as-unreacted ethylene and/or as 

co-produced ethylene) and optionally also ethane, carbon monoxide, carbon 

25 dioxide and/or nitrogen; and 

(b) contacting in a second reaction zone in the presence or absence of additional 

ethylene and/or acetic acid at least a portion of the first gaseous-product stream 

comprising at least acetic ·acid and ethylene and optionally also one or more of 

water, ethane, carbon monoxide, carbon dioxide and/or nitrogen with a molecular --

30 oxygen-containing gas in the presence of a catalyst active for the production of 

vinyl acetate to produce-a second product stream comprising vinyl acetate, water, 

acetic acid and optionally ethylene. 

14 
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13. An integrated process as claimed in claim 12 which crimprises the further steps 
of: 

(c) separating the product stream from step (b) by distillation into an overhead 

azeotrope fraction comprising vinyl acetate and water and a base fraction 
5 comprising acetic acid; and 

10 

15 

20 

25 

30 

(d) either (i) recovering acetic acid from the base fraction separated in step (c) and 

optionally recycling the azeotrope fraction separated in step (c) after 
partial or complete separation of the water therefrom to step ( c ), 

or (ii) recovering vinyl acetate from the azeotrope fraction separated in step (c) 
and optionally recycling the base fraction separated in step (c) to step 

(b). 

or (iii) recovering acetic acid from the base fraction separated in step (c) 
and recovering vinyl acetate from the overhead azeotrope fraction recovered in step (c). 

111111111111111111111111111111 . 
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