
STRUCTURE FORMED WITH TRANSPARENT PROTECTIVE FILM AND
METHOD FOR PRODUCTION THEREOF   ABSTRACT         A method for preventing
the color change caused by corrosion occurring on the  precious metal or
precious-metal-alloy surface of a precious metal decorative article or  the
like.    


