
CROSS-LINKED POLYMER, MEMBRANE AND PROCESSES OF FORMING THE SAME
Abstract The present invention provides a process for making a
cross-linked polymer, to a membrane  comprising the cross-linked
polymer made by the process and use of the membrane in  separation
process. The process comprises exposing a polymer to a cross-linking
agent, the  cross-linking agent comprising at least one cyclodextrin
moiety, the cyclodextrin moiety  containing at least one reactive
group, and allowing the polymer and the cross-linking agent to  react
via the reactive group so as to form a cross-linked polymer. Fig. 1 


