
The invention relates to the use, for the  direct oxidation of sulphur
compounds to sulphur and/or  sulphates at low temperature, of catalysts
comprising  an  active phase  including molybdenum  and  a support  based
on titanium dioxide, zirconia, silica, silica-  alumina or alumina, the
said silica, silica-alumina and  alumina exhibiting a specific surface of
at least  20 m[err]/g and a total pore volume of at least 0.3 cm[err]/g.


