
STABILISED THERMOPLASTIC MOULDING COMPOUNDS   Abstract:   The invention
relates to thermoplastic moulding compounds, containing the following
principal components: A)  between 29 and 99.9 wt. % of at least one
thermoplastic polymer, B) between 1 ppb and 5 wt. % of at least one
polyethylene imine  homopolymer or copolymer, C) between 0.05 and 2 wt. %
of at least one sterically inhibited amine compound and in addition, D)
between 0 and 70 wt. % of further additives, whereby the weight percentages
of the components A) to D) always total 100 %. 


