
An ink-jet ink cartridge having an ink containing  portion for containing
the ink to be supplied to an  ink-jet head, and a lid for covering the ink
containing  portion, characterized in that a wall of the ink  containing
portion and one face of the lid are welded  together owing to frictional
heat by vibration.    


