
Processes for suppressing minority carrier lifetime degradation in silicon
wafers are disclosed. The processes involve quench cooling the wafers to
increase the density of nano-precipitates in the silicon wafers and the
rate at which interstitial atoms are consumed by the nano-precipitates. 


