
20 

 

ABSTRACT 

A floor construction method for a floating floor, for floating floor-type 

installation of a flooring material (7) on a rear surface (4a) of which a step-through 

prevention sheet (1) is provided, wherein the step-through prevention sheet (1) is 

provided with a core material (2) formed from a material containing fiberglass cloth, a 5 

pair of asphalt layers (3), (3), formed from a material containing asphalt, respectively 

provided on either side, in a thickness direction, of the core material (2), and a tacky 

layer (4) provided on one asphalt layer (3) of the pair of asphalt layers (3), (3) and 

bonded to the rear surface (7a) of the flooring material (7). 
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