
Silicon carbide components of a plasma processing
apparatus, methods of making the components, and
methods of using the components during processing of
semiconductor substrates to provide for reduced
particle contamination of the substrates are provided.
The silicon carbide components are made by a process
that results in free-carbon in the components. The
silicon carbide components are treated to remove the
free-carbon from at least the surface. 


