
Coating compositions are provided which may be applied
from aqueous systems and contain binders which are
autoxidisable to produce rapid drying hard coatings,
preferred binders are based on polymers derived from
monomers obtained by the reaction of drying oil fatty
acids and unsaturated monomers. The polymers contain
microgels, have low Tg and contain residual
unsaturation; preferred copolymers also contain amide
groups. The drying of the coating compositions can be
accelerated by the use of metal dryers and have been
found to enable the use of particularly low levels of
vanadium dryers. 


