WHAT IS CLAIMED IS:

1. A shingled photovoltaic cell string comprising:
a first photovoltaic cell having a first busbar;
a second photovoltaic cell having a second busbar, the second photovoltaic cell connected
to the first photovoltaic cell by direct contact between the first and second busbar; and a

chamber defined by the direct contact.

2. The shingled photovoltaic cell string according to claim 1, wherein the direct contact is made
by a protrusion profile of the first busbar and a cavity profile of the second busbar

3. The shingled photovoltaic cell string according to claim 1, further comprising conductive

intermediary material disposed within the chamber.

4. The shingled photovoltaic cell string according to claim 3, wherein the conductive
intermediary material comprises at least one selected from a group comprising electrically
conductive adhesives, solder paste and conductive ribbons.



