
ABSTRACT: An orthosis and method of manufacturing the same            A
method of manufacturing an orthosis having a structure comprising a number
of strips for fitting in substantially parallel alignmeent along a limb and
a number of bands for fitting at least partially around the limb, the
method comprising the steps of: providing lengths of continuous fibres
oriented substantially parallel to one another;' cutting the lengths to
form discontinuous lengths of fibres; placing a plurality of such
discontinuous lengths adjacent one another, there being a gap between
adjacent discontinuous lengths to form a first layer; laminating a further
layer of discontinuous lengths to the first layer to form a composite
structure from which a strip or band can be cut; applying resin to the
composite structure; curing the composite structure; and cutting the strips
or bands from the composite structure. Figure 2(d)   


