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conposite having a pol ycarbonate | ayer he invention relates to a

multi-layer filmconposite having at | east one | ayer nade of

pol ycar gonate or copol ycarbonate, characterized in that the

pol ycar bonat e or copol ycarbonate 10conprises at |east one additive of

the general fornmulas (1) to (8), R 131 (4)(5) R3 RO, R3R3, 0, R3R3

(6)(1)(a) RL are sel ected i ndependent| xpsitagach ot her fromthe group

made of C 1 0-C25-al kyl, C10-C25- al koxy, and C 1

0- C25-al kyl -substituted aryl, R2 are sel ected i ndependently of each

other fromthe group ofMEh'.XLa)@!@}L‘SF‘HPWF‘&E‘P‘B%%/PMWTW%‘@E{ and R3

are sel ected i ndependently of each other 15fromthe group of

C10- C25- al Ryit .inN@tibri Geltes to a multi-layer film composite having at least one layer made of

polycarbonate or copolycarbonate, characterized in that the polycarbonate or copolycarbonate

10 comprises at least one additive of the general formulas (1) to (8),
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R1 are selected independently of each other from the group made of C10-C25-alkyl, C10-C25-

alkoxy, and C10-C25-alkyl-substituted aryl, R2 are selected independently of each other from the

group of C10-C25-alkylcarbonyl or hydrogen, and R3 are selected independently of each other
15  from the group of C10-C25-alkyl.
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