
An aqueous elastomer dispersion includes a dispersed
phase and an aqueous phase. The dispersed phase
includes an elastomer including curable aliphatic
conjugated- diene elastomers, such as polyisoprene,
and a minor amount of at least one additive. The
aqueous phase includes water and other optional
components in either a soluble state or a dispersion
state. The aqueous elastomer dispersion may be
prepared by dissolving an elastomer, such as rubber,
and additives in a solvent mixture and then converting
the resulting solution into an aqueous emulsion. The
aqueous emulsion is concentrated and the solvent is
stripped from it to yield a dilute latex. The dilute
latex that is obtained is concentrated again. Articles
made from the aqueous elastomer dispersion include
medical gloves, condoms, probe covers, dental dams,
finger cots, catheters and the like. 




