ULTRA-THIN SEMI-PREFABRICATED CONCRETE SLAB AND MANUFACTURING METHOD THEREOF
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Mid-span deflection (mm) of an ultra-thin

Mid-span deflection (mm) of an ultra-thin
semi-prefabricated slab with a thickness of 70mm

semi-prefabricated slab of the patent
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