
ABSTRACT  LITHOGRAPHIC METHOD  In calibration of overlay performance of an
immersion lithographic apparatus, two  sets of overlay data are obtained
from exposures carried out using normal and reversed  meanders. The two data
sets can then be used to eliminate effects due to wafer cooling. Fig 10 


