
A laser annealing process capable of suppressing a
variation in sheet resistance. A surface layer formed
shallower than 100 nm in a substrate of semiconductor
material is added with impurities. The substrate is
irradiated with a laser beam or its harmonic 



beam emitted from a laser diode pumped totally solid
laser oscillator to activate the impurities. 


