
1/2 
 

 
 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

102 
 

FIG. 1 
 

104 
 

114 
 

200 
 

FIG.2 
 

Cleaning the rotor  
 

Masking the disk 
 

Depositing the 
titanium layer 

Depositing the TAC 
layer 

202 
 

204 
 

206 
 

208 
 

100 
 

126 
 116 

 

108 
 

110 
 

112 
 

106 
 

128 
 

120 
 

124 
 

118 
 

122 
 

130 
 



2/2 
 

 
 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 

302 
 

304 
 

FIG. 3 
 

306 
 

308 
 

118 
 

300 
 

310 
 

303 
 

312 
 


