
An apparatus and associated method for use in a metal deposition cell
during    operation. The apparatus includes a perforated anode extending
generally horizontally 5 across the entire width of the metal deposition
cell. Multiple perforations extend    substantially vertically and are
arranged to provide a substantially uniform electrolyte    flow across the
width of the metal deposition cell.    


