
It is disclosed a process which allows to simplify the
manufacture of devices (20; 30) which contain
thereinside a deposit of non evaporable getter
material (17; 32) on a support (22; 33), which may be
an internal wall of the same devices. The process
comprises the operation of treating the support with
the getter material with at least an acid or basic
solution. 


