
A polymer containing a polyester polymer unit having
the formula -(I-III-II)-, wherein III is derived from
a dicarboxylic acid, wherein I is derived from 1,3
cyclohexanedimethanol, wherein II is derived from 1,4
cyclohexanedimethanol and wherein the polymer is a
solid at room temperature. 


