
A glass substrate for a magnetic disk, wherein the
surface roughness of the substrate in the
circumferential direction is increased from the outer
peripheral side to the inner peripheral side by
forming an anisotropic texture on the main surface
thereof in the approximately circumferential
direction. Also, the ratio (Ra-c/Ra-r) 



of the arithmetic average roughness (Ra-c) of the
surface in the circumferential direction to the
arithmetic average roughness (Ra-r) of the surface in
the radial direction is increased from the outer
peripheral side to the inner peripheral side of the
main surface. 


