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preparing a precursor using a carbon-based polymer
raw material
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placing the mesh precursor in a heating chamber and
starting a centralized heat-preservation method
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in a subsequent third heating stage, continuously raising
temperature from the pyrolytic carbonization
temperature to a target heating temperature
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[FIG.2b]
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[FIG.6]
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[FIG.9]
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