
A thermoplastic film comprising a base layer of a thermoplastic resin which
comprises antifogging, heat-sealable polypropylene film wherein the antifog
agent is a polyglycerol ester or sorbitan ester of fatty acids. The
resultant film, which has good clarity, persistent antifogging
characteristics, and excellent heat sealability, is useful for packaging
refrigerated foods. The disclosure also provides a process for making the
film in which the polypropylene-containing thermoplastic resin is extruded
into a sheet, said sheet oriented in the longitudinal direction to form a
monoaxially oriented film, said film containing said polyglycerol ester or
sorbitan ester of fatty acids and orienting said film in the transverse
direction.    


