
ABSTRACT A magnetic disk substrate includes a substantially flat main
surface, an  end surface, and a chamfered surface between the main
surface and the end  surface. Crossing points at which directions along
the main surface and  directions along the chamfered surface intersect
are located at substantially the  same distance from the center of the
substrate in a planar view of the main  surface over the whole
circumference of the substrate. 


