
ABSTRACT A conductive feeder tape includes a metal
base foil made of metal that  is anodized in
electrolyte solution or is corroded by a chemical
reaction in  electrolyte solution, a metal film layer
made of metal that is neither anodized in electrolyte
solution nor corroded by a chemical reaction in
electrolyte  solution, an adhesive layer provided over
the metal base foil and opposite to  the metal film
layer. This conductive tape feeds reliably in
electrolyte  solution and is inexpensive. 


