
A polyvinyl butyral composition is disclosed which is comprised of
polyvinyl butyral resin containing an IR absorbing effective amount of
lanthanum hexaboride or a mixture of lanthanum hexaboride and at least one
of tin oxide and antimony tin oxide. Also disclosed are a sheet of the IR
absorbing polyvinyl butyral and a glass laminate having the IR absorbing
polyvinyl butyral sheet disposed between two sheets of glass. 


