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SUBSTANTIALLY FREE OF OXYGEN

34~ ESTABLISHING A PARTIAL PRESSURE OF OXYGEN

AN OXIDIZING AT LEAST A PORTION OF THE BOND COAT
f( TO FORM A DESIRED TYPE OF OXIDE
30

98~ DEPOSITING A CERAMIC COATING ON THE OXIDE
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