
A light emissive device structure and a method for
forming a light emissive device structure are
provided. The structure comprises a transparent
substrate; a transparent electrode formed on the
transparent substrate; one or more light emitting
layers formed on the first transparent electrode; a
reflective electrode formed on the one or more light
emitting layers; and a textured layer formed on the
transparent substrate for enhancing light contrast of
the device. Advantageously, the structure further
comprises a gradient refractive index layer. 


