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ABSTRACT 

A zeolite membrane composite includes a porous support and a zeolite 

membrane formed on at least one surface of the porous support. The zeolite 

membrane of the zeolite membrane composite is formed of an X-MOR-type 5 

zeolite, where X includes at least one type of transition metal ion.  




