
The present invention is directed to novel face masks, which include a
spunbonded/meltblown/spunbonded (SMS) laminate. The face masks of the
present invention may include other layers, in addition to the SMS layer,
such as an electret meltblown layer, a spunbonded layer, a wet-laid layer
or a second SMS laminate. In one embodiment, the face mask includes an
outermost SMS layer, an intermediate electret meltblown layer, and an
innermost layer in the form of a spunbonded layer, a wet-laid layer or a
second SMS laminate.    


