A.C (kg PP/g cat)

ash content (ppm)

250

u n
L] "
w]
150 -
100 -
[ )
50 - 3
m example 3
e« comparative example 5
0 : : . . r . .
0 100 200 200 400 500 &0 700
AlfTi (mol/mol)
Fig. 1
204 P
220 \
200
180
160': .//
140 /
- ®,
120 ™
20 ~, .
100 -
80 .
%] —
40+ /-/ —=—example 3
20- =" —e— comparative example 5
0 T ¥ T ¥ ) d 1 T T 4 T T T
0 100 200 300 400 S0 &0 700

AITi (mol/mol)

Fig. 2

1/1




