
Methods comprising providing a pre-patterned substrate having an array of
thick walls, depositing a conforming layer on the pre-patterned substrate,
etching the conforming layer from the top of the thick walls and the space
between the walls, and etching the thick walls while leaving thin walls of
conforming layer. 




